
30

40

50

60

70

80

90

100

380 432 484 535 586 636 687 737 786 835 884 932 980 1028

R
e

fl
e

c
ta

n
c

e
 (

%
)

Wavelength (nm)

Front Side Reflectance 

5 nm Ti / 50 nm Ag

10

20

30

40

50

60

70

80

90

100

380 432 484 535 586 636 687 737 786 835 884 932 980 1028

R
e

fl
e

c
ta

n
c

e
 (

%
)

Wavelength (nm)

Back Side Reflectance 

5 nm Ti / 50 nm Ag

Reflectance on Coated Borosilicate Glass | Normal AOI

  160 Boychuk Drive  Cambridge, ON  N3E 0E6     +1 519.894.4441     angstromengineering.com



0

5

10

15

20

25

380 432 484 536 587 638 688 738 788 837 887 935 984 1032

T
ra

n
s

m
it

ta
n

c
e

 (
%

)

Wavelength (nm)

Front Side Transmittance

5 nm Ti / 50 nm Ag

Transmittance on Coated Borosilicate Glass | Normal AOI

0

5

10

15

20

25

380 432 484 536 587 638 688 738 788 837 887 935 984 1032

T
ra

n
s

m
it

ta
n

c
e

 (
%

)

Wavelength (nm)

Back Side Transmittance

5 nm Ti / 50 nm Ag

  160 Boychuk Drive  Cambridge, ON  N3E 0E6     +1 519.894.4441     angstromengineering.com



0

5

10

15

20

25

30

35

40

45

50

55

60

65

380 432 483 535 586 636 687 736 786 835 884 932 980 1028

A
b

s
o

rp
ta

n
c

e
 (

%
)

Wavelength (nm)

Front Side Absorptance

5 nm Ti / 50 nm Ag

Absorptance on Coated Borosilicate Glass | Normal AOI

0

5

10

15

20

25

30

35

40

45

50

55

60

65

70

380 432 483 535 586 636 687 736 786 835 884 932 980 1028

A
b

s
o

rp
ta

n
c

e
 (

%
)

Wavelength (nm)

Back Side Absorptance

5 nm Ti / 50 nm Ag

  160 Boychuk Drive  Cambridge, ON  N3E 0E6     +1 519.894.4441     angstromengineering.com


